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FBMM WUXI JUBANG AUXILIARIES CO., LTD
Test Report
Lead Salt PVC
Product Name CAS No. None
Stabilizer
Type Lead Salt HS Code 3812309000
Test basis Q/32048WSB005-2013
Test items Index Test result Assessment
white or yellowish
Appearance white small flake Pass
small flake
Pb Content >20% 23 Pass
Apparent Density 1.5-2.0 g/cm3 1.8 Pass
Melting point >100°C 103 Pass
Heating Reduction <3.0% 0.97 Pass
Volatile Content <2.0% 0.3 Pass




