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Test Report
Product Name PE Wax CAS No. 9002-88-4

Type SP-1105 HS Code 3404900000

Test basis NB/SH/T 0848-2010

Test items Index Test result Assessment

Appearance
white granule or

powder

white granule or

powder
Pass

Melting point 100-105℃ 105 Pass

Acid value ≤0.5mgkoh/g 0.02 Pass

Molecular weight 2000-4000 3200 Pass

Bulk density 0.86-0.93g/cm3 0.92 Pass


