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Test Report
Product Name PVC Stabilizer CAS No. None

Type Ca-Zn HS Code 3812309000

Test basis

Test Items Index Test result Assessment

Appearance White Powder White Powder Pass

Heating Reduction(105%+3) ≤1.5% 0.93 Pass

Effective Material Content ≥ 99% 99 Pass

Density ≥1.0 g/ml 1.3 Pass


